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Mobilgrease XHP Mine Series
Mobil Grease , South Korea
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= MOBILGREASE XHP 100 | MOBILGREASE XHP 320 | MOBILGREASE XHP 321 | MOBILGREASE XHI
e MINE MINE MINE MINE
Base Oil Viscosity of Greases @ 40 C, mm2/s, AMS 1697 | 100 320 320 320
Mah SOt AE S|M-HEM S| A-ZEM S|M-HEM S| A-HEM
Copper Strip Corrosion, Rating, ASTM D4048 1A 1A 1A 1A
Corrosion Preventive Properties, Rating, ASTM D1743 e 22 e 22
HEH, °C, ASTM D2265 200 270 270 270
EC;L;EGH Extreme Pressure Test, Weld Load, kgf, ASTM 315 400 400 400
Four-Ball Wear Test, Scar Diameter, mm, ASTM D2266 0.4 0.4 0.4
Four-Ball Wear Test, Scar Diameter, 40 kg, 1200 rpm, 1 04
h, 75 C, mm, ASTM D2266
Molybdenum Disulfide Content, wt %, CALCULATED 5 5 5 5
Penetration, 60X, 0.1 mm, ASTM D217 370 370 325 280
i;l—;taDl?gt; Penetration Consistency Change, 0.1 mm, 14 0 +10 +10
US Steel Mobility @ - 20 F, g/min, AMS 1390 32
US Steel Mobility @ -12 C, g/min, AMS 1390 11
US Steel Mobility @ 20 F, g/min, AMS 1390 15
Water Sprayoff, Loss, %, ASTM D4049 28 16
Water Washout, Loss @ 79 C, wt%, ASTM D1264 10 2
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http://corporate.exxonmobil.com/
https://www.exxon.com/en
https://www.mobil.com/en
https://www.esso.com/en
https://www.xtoenergy.com/
http://www.msds.exxonmobil.com/psims/psims.aspx
http://www.exxonmobil.com/
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