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sS4 150 ‘ 220 ‘ 320 ‘ 460 ‘
s2 ISO 150 ISO 220 ISO 320 ISO 460
Copper Strip Corrosion, 3 h, 100 C, Rating, ASTM D130 1B 1B 1B B
Density @ 15.6 C, kg/l, ASTM D4052 0.89 0.89 0.90 0.90
EP Properties, Timken OK Load, Ib, ASTM D2782 65 65 65 65
Emulsion, Time to 37 mL Water, 82 C, min, ASTM D1401 30 30 30 30
FZG Scuffing, A/16.6/90, Fail Stage, Rating, DIN 51354 (mod) 12+ 12+ 12+
FZG Scuffing, A/8.3/90, Fail Stage, Rating, DIN 51354 12+ 12+ 12+
FZG Scuffing, Fail Load Stage, A/8.3/90, ISO 14635-1 12+

213t&, Cleveland Open Cup, °C, ASTM D92 230 240 240 240
Four-Ball Extreme Pressure Test, Load Wear Index, kgf, ASTM D2783 47 48 48 48
Four-Ball Extreme Pressure Test, Weld Load, kgf, ASTM D2783 200 250 250 250
Kinematic Viscosity @ 100 C, mm2/s, ASTM D445 14.7 19 24.1 30.6
Kinematic Viscosity @ 40 C, mm2/s, ASTM D445 150 220 320 460
K=&, °C, ASTM D97 24 24 24 15
Rust Characteristics, Procedure B, ASTM D665 EEs EE EE EEs
& & Xl==, ASTM D2270 97 97 97 96
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